A

PRODUCT BULLETIN

- COVER~TEX BULLETIN NO: - J=-5303

DRYWALL ACCESSORY WALL TEXTURE DATE: 11/24/75
FRODUCTS NON-ASBESI'0S PAGE: lof 2
APPROVALS PRODUCING PLANT: CANCELS: J-5303
e
BULII.E"IIN DESCRIPTICON N b4 POUNDS. GAI.I.OI?IS

220 Yhiting 44,07 1000

442 Tala | 22,04 500

247 | Sericite - Mica "S" 17,63 400

056 ‘ Wyogel élay 2.20 50

245 | Methoce1 228 0.53 12

453 Preservative 0,13 | 3

489 : Wollastonite 8,82 ___ 200

440 Titanium Pigment 1.10 25

435 Casein 1,10 25

'Z_l02 Diammonium Phosthate 0.18 A

022 | Ammonium Biborate 0,18 4

430 - | Sodium Tripolyphosphate. 0.13 | 3

436 Staramic 747 1.32 30

165 | Glyoxel 80% 0.13 3

166 Hamaco_277 0.44 10

282 . Fercel Kasma | .-- 0,12

| TOTAL 100,00 2269

MANUFACTURING INSTRUCTIONS:

1. Mixing time shall be 8 minutes minimum and 12 minutes meximm,

2. Blank out asbestos cauticn,

SUALITY CONTROL:

T™M-1A Viseosity, 100 gm cone @ 5'sec.,

200 gm per 150 cc water 35 1o 45 mm
TM~34 Bond Equal to Standard

KG2001165



f;Lr:.":"l. .|| promucr BuLLETIN | K-SPRAY - | BULLETIN NO: 3-5503
L7200 % || pRYwALL accessoRy . - CEILING TEXTURE - | DATE: 11/24/75
s an N FRODUCTS | (\ (NON-ASBESTOS) PAGE: 20f 2
PRy | APPROVALS " PRODUCING FLANT: . CANCELS: J-5503
C 2 ' ) * SEATTLE DATE:. 4-26-7/,
'_ . Test _Procedtires as specified in Bulig:tinr T=7."
. ) Test M.ej',hg'd. - o o
A ;.‘f- . . TM=1B Viscosity (slump test, patty diameter
R T Cof 5-5%v) - 3 . 185 to 210 ce.
SO .'m-é_ ‘pH (meter) . . 0 - 9. 7
TM-3 Bond : '_E'qual to Standard =
TM-13  Reflectance (%) _Equal to Stendard
TM-20 Craeking‘ No cracks or heavy
' o , . checking
'.'IM-22 "Size Graduation (500 ce sample) ' _ _
| ‘a. Retained on 16 mesh \ 1250 %o 350 ec
_ _ b.- Passmg 16, retained on 50 mesh + 100 to 200 cc.
™-33 bry Loose Density (lbs. per e, ft_.) 20 maximam
Sy N34 Hardness - e | . Equal to Standard
; 2 - TM=36" ¥hite Line Test " No discoloration Be‘t.w_éen
RS B o 4 sealed & unsealed areas .-
‘- " _™-37  Resistence to Souring No odgr after 30 days
RRE : . e 10T
.. :
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